
Lta TSET TSUV TSIR L* a* b* Δ E

380nm～780nm 300nm～2500nm 280nm～380nm 800nm～2100nm

ASTM C308-01
CIE

ISO9050-2003 ISO9050-2003 ISO9050-2003

3.2Y -0.1 24.54 24.25 6.89 22.13 56.01 -1.70 2.76

3.5Y -0.1/0.1 22.24 21.93 5.96 19.78 54.09 -1.77 3.14

4.0Y -0.2/0.0 18.52 18.58 4.83 16.68 50.00 -2.19 2.87

5.0Y -0.2/0.2 12.45 12.9 2.62 11.43 41.72 -2.22 3.33

≤1.5FY Gray

FY Gray technical Specification

Spectral transmittance(％) & standard    Color range & standard

Thickness
tolerance

1976CIE L*a*b*
D65照明体, 观察者10°

 Product
 Nominal
Thickness
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